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nAEBIERMNBMRAS (REDSUN METAL IND. CO,, LTD.)

mEHPTEFMBIEERE AT (NANTONG CHUN-YUAN ELECTRONICS IND. CO,, LTD.)

HEHPIEEEER25E (NO. 2, DINGNING RD., ZHONGLI DIST., TAOYUAN CITY 320030)
IHeEmEmiRFFEBTEEE=E = BIRFE _BR X O (NANTONG JU-TUNG HSIEN, YANG KOU CHEMICAL
INDUSTRIAL AREA, RUDONG, JIANGSU)

PUTF AR mi&BPERE IR R (The following sample(s) was/were submitted and identified by/on behalf of
the applicant as) :

E1R M (Sample Submitted By) . WEREBIERMARAT (REDSUN METAL IND. CO., LTD.)

i mm& M (Sample Name) :  COPPER BALL ANODE

W B (Sample Receiving Date) : 16-Apr-2021
Az BAfE (Testing Period) : 16-Apr-2021 to 23-Apr-2021

BT K (Test Requested) (1) KIBEFIEE - 2%RoHS 2011/65/EU Annex || R E1EZT#5< (EU) 2015/863 7
W~ im0 ok~ NERS - ZIREECK - Z)RECKES, DBP, BBP, DEHP, DIBP - (As
specified by client, with reference to RoHS 2011/65/EU Annex Il and
amending Directive (EU) 2015/863 to determine Cadmium, Lead, Mercury,
Cr(VI), PBBs, PBDEs, DBP, BBP, DEHP, DIBP contents in the submitted

sample(s).)
(2 HMAFHIEEFER T —E - (Please refer to next pages for the other item(s).)
B 45 R (Test Results) : FE2RB T —H& (Please refer to following pages.)
#  #(Conclusion) : (1) REEFFEHNOER  BHig - &5 5k - NEH - ZREX - Z)RECKEL, DBP,

W

BBP, DEHP, DIBPRY A 45 R F & RoHS 2011/65/EU Annex IIBE{EE]#5< (EU)
2015/863 7BR1EZSK - (Based on the performed tests on submitted sample(s),
the test results of Cadmium, Lead, Mercury, Cr(VI), PBBs, PBDEs, DBP, BBP,
DEHP, DIBP comply with the limits as set by RoHS Directive (EU) 2015/863
amending Annex Il to Directive 2011/65/EU.)

Signed for and on behalf\;
SGS TAIWAN LTD.
Chemical Laboratory - Taipei

Tr&%ﬁ Manacfeg; ,: Sﬁs °]|

PIN CODE: 5B21F3B9
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nAEBIERMNBMRAS (REDSUN METAL IND. CO,, LTD.)

mEHPTEFMBIEERE AT (NANTONG CHUN-YUAN ELECTRONICS IND. CO,, LTD.)

HEHPIEEEER25E (NO. 2, DINGNING RD., ZHONGLI DIST., TAOYUAN CITY 320030)
IHeEmEmiRFFEBTEEE=E = BIRFE _BR X O (NANTONG JU-TUNG HSIEN, YANG KOU CHEMICAL
INDUSTRIAL AREA, RUDONG, JIANGSU)

B BRI FGR (Test Part Description)
No.l :  #ieeEE (COPPER COLORED METAL)

B 45 R (Test Results)

HAlIER B A A ==L MDL #“HR PRIE
(Test Items) (Method) (Unit) (Result) | (Limit)
No.l1
#® (Cd) (Cadmium (Cd)) (CAS No.: 7440- |2 #|EC 62321-5: 2013 - LIEipEE a5 | mg/kg 2 n.d. 100
43-9) BTN E DT o (With reference to IEC
i (Pb) (Lead (Pb)) (CAS No.: 7439-92-1)(62321-5: 2013, analysis was performed | mg/kg 2 n.d. 1000
by ICP-OES.)

% (Hg) (Mercury (Hg)) (CAS No.: 7439- |£32IEC 62321-4: 2013+ AMD1: 2017 - L | mg/kg 2 n.d. 1000
97-6) RIEMEEBRBH N EIH - (With

reference to IEC 62321-4: 2013+ AMDL1:
2017, analysis was performed by ICP-OES.)

NE#E (Hexavalent Chromium) Cr(VI)  [2%IEC 62321-7-1: 2015 - DIE&SME-TI R | ug/cm?2| 0.1 n.d. -
(CAS No.: 18540-29-9) (#2) WD FHEST AT - (With reference to
IEC 62321-7-1: 2015, analysis was
performed by UV-VIS.)

—RHE (Monobromobiphenyl) mg/kg 5 n.d. -
ZREER (Dibromobiphenyl) mg/kg 5 n.d. -
— R (Tribromobiphenyl) mg/kg 5 n.d. -
MREER (Tetrab biphenyl . k 5 d. -
— o {Tetrabromobipheny) S2IEC 62321-6: 2015 - D iam T/ |-nIX A

B (Pentabromobiphenyl) ot . mg/kg 5 n.d. -
——= . AEE DT o (With reference to IEC 62321-
7VREER (Hexabromobiphenyl) _ . mg/kg 5 n.d. -

= - 6: 2015, analysis was performed by

R (Heptabromobiphenyl) GC/MS) mg/kg 5 n.d. -
JUREES (Octabromobiphenyl) ' mg/kg 5 n.d. -
TUREER (Nonabromobiphenyl) mg/kg 5 n.d. -
TR (Decabromobiphenyl) mg/kg 5 n.d. -
Z IR (Sum of PBBs) mg/kg - n.d. 1000

This document is issued by the Company subject to its General Conditions of Service printed overleaf, available on request or accessible at https://www.sgs.com.tw/terms-of-service

and, for electronic format documents, subject to Terms and Conditions for Electronic Documents at https://www.sgs.com.tw/terms-of-service. Attention is drawn to the limitation of

liability, indemnification and jurisdiction issues defined therein. Any holder of this document is advised that information contained hereon reflects the Company’s findings at the time of its
intervention only and within the limits of client’s instruction, if any. The Company’s sole responsibility is to its Client and this document does not exonerate parties to a transaction from
exercising all their rights and obligations under the transaction documents. This document cannot be reproduced, except in full, without prior written approval of the Company. Any
unauthorized alteration, forgery or falsification of the content or appearance of this document is unlawful and offenders may be prosecuted to the fullest extent of the law. Unless otherwise
stated the results shown in this test report refer only to the sample(s) tested.

25 t+886(02)2299 3939  f+886(02)2299 3237

SGS Taiwan Ltd. 25, Wu Chyuan 7" Road, New Taipei Industrial Park, Wu Ku District, New Taipei City, Taiwan

|
Member of the SGS Group



SGS

Al RS

TeSt Report sRA5(No.): ETR21403906 HEA(Date): 23-Apr-2021 BE2((Page): 3 of 15
nAEBIERMNBMRAS (REDSUN METAL IND. CO,, LTD.)

mEHPTEFMBIEERE AT (NANTONG CHUN-YUAN ELECTRONICS IND. CO,, LTD.)

HEHPIEEEER25E (NO. 2, DINGNING RD., ZHONGLI DIST., TAOYUAN CITY 320030)
IHeEmEmiRFFEBTEEE=E = BIRFE _BR X O (NANTONG JU-TUNG HSIEN, YANG KOU CHEMICAL
INDUSTRIAL AREA, RUDONG, JIANGSU)

AHIER A7 E EfiI MDL &ER PRIE
(Test Items) (Method) (Unit) (Result) | (Limit)
No.1

—REKXEBE (Monobromodiphenyl ether) mg/kg 5 n.d. -
R ES (Dibromodiphenyl ether) mg/kg 5 n.d. -
ZIREKEE (Tribromodiphenyl ether) mg/kg 5 n.d. -
I;RE KB (Tetrabromodiphenyl ether) Y _ o i 10 e e s | O/KG 5 n.d. -
TR AES (Pentabromodiphenyl ether) iél’;iﬁ(sz?\fvlltfri?eernchgﬁaEEZ@?Z/f mg/kg 5 n.d. -
7R KRB (Hexabromodiphenyl ether) ”65 2015, analysis was performed by mg/kg 5 nd. _
TIRECKEE (Heptabromodiphenyl ether) G.C/MS') mg/kg 5 n.d. -
JUREEEE (Octabromodiphenyl ether) ' mg/kg 5 n.d. -
U RE KR (Nonabromodiphenyl ether) mg/kg 5 n.d. -

EHKEE (Decabromodiphenyl ether) mg/kg 5 n.d. -
LR ABEA (Sum of PBDEs) mg/kg - n.d. 1000
#PR _BPRL T K EPEs (BBP) (Butyl benzyl mg/kg 50 n.d. 1000
phthalate (BBP)) (CAS No.: 85-68-7)
A T 5 (DBP) (Dibutyl mg/kg 50 n.d. 1000
phthalate (DBP)) (CAS No.: 84-74-2)
WE_PM_(2-ZEC &)k (DEHP) (Di- mg/kg | 50 nd. | 1000
(2-ethylhexyl) phthalate (DEHP)) (CAS
No.:117-81-7) ~ o .
W% &1 (DIBP) (Disobutyl ig[ﬁiﬁ@mtfr;?eszgﬁ’f Zﬁz 1;**‘2/ “[makg| 50 | nd. | 1000
phthalate (DIBP)) (CAS No.: 84-69-5) u85 2071j7 analysis was performed b
xR R 545 (DIDP) (Diisodecyl |5 /Msf) Y P Y mg/kg | 50 n.d. -
phthalate (DIDP)) (CAS No.: 26761-40-
0, 68515-49-1)
#R BB E T fs (DINP) (Diisononyl mg/kg 50 n.d. -
phthalate (DINP)) (CAS No.: 28553-12-
0, 68515-48-0)
R _EBRE — IE3f& (DNOP) (Di-n-octyl mg/kg 50 n.d. -
phthalate (DNOP)) (CAS No.: 117-84-0)
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Test Report

5585 (No.): ETR21403906

mREBIERNBRAS (REDSUN METAL IND. CO., LTD.)
BT EF MK TEARAS (NANTONG CHUN-YUAN ELECTRONICS IND. CO,, LTD.)
HhEmPIEREZRE25 (NO. 2, DINGNING RD., ZHONGLI DIST.,, TAOYUAN CITY 320030)

AggmEmRFRFr R T XEEREE=

INDUSTRIAL AREA, RUDONG, JIANGSU)

HEA(Date): 23-Apr-2021

B#(Page): 4 of 15

FEoF A2 X O (NANTONG JU-TUNG HSIEN, YANG KOU CHEMICAL

ARIEE Al 7E ==L MDL #HR PRIE
(Test Items) (Method) (Unit) (Result) | (Limit)
No.1l
INRET _GEFMBEZRMAILINERE |2EIEC 62321: 2008 @ DImHEME/EE | mg/kg 5 n.d. -
#)(HBCDD) (a- HBCDD, B- HBCDD, y- |&%7 47 - (With reference to IEC 62321:
HBCDD) (Hexabromocyclododecane  |2008, analysis was performed by
(HBCDD) and all major GC/MS)
diastereoisomers identified (a- HBCDD,
B- HBCDD, y- HBCDD)) (CAS No.:
25637-99-4, 3194-55-6 (134237-51-7,
134237-50-6, 134237-52-8))
& (F) (Fluorine (F)) (CAS No.: 14762-94- mg/kg 50 n.d. -
8)
15-1) # - (With reference to BS EN 14582:
% (Br) (Bromine (Br)) (CAS No.: 10097- |2016, analysis was performed by IC.) mg/kg | 50 n.d. -
32-2)
8 (I) (lodine (1)) (CAS No.: 14362-44-8) mg/kg 50 n.d. -
ERFItalk KEBER (PFOS and its 22ZCEN/TS 15968: 2010 - LUkMEEH S | ma/kg [ 0.01 n.d. -
salts) (CAS No.: 1763-23-1 and its salts) |g#eg 455347 - (With reference to
EHFMEEES (PFOA and its salts)  [CEN/TS 15968: 2010, analysis was mg/kg | 0.01 n.d. -
(CAS No.: 335-67-1 and its salts) performed by LC/MS/MS.)
#8 (Sb) (Antimony (Sb)) (CAS No.: 7440- | &3S EPA 3050B: 1996 - LIEifEzEasE | ma/kg 2 n.d. -
36-0) $REEEIREE DT o (With reference to
i (Be) (Beryllium (Be)) (CAS No.: 7440- [US EPA 3050B: 1996, analysis was mg/kg 2 n.d. -
41-7) performed by ICP-OES.)
f# (As) (Arsenic (As)) (CAS No.: 7440-  [£%2US EPA 3052: 1996 - DU FER S EER | mg/kg 2 n.d. -

38-2)

EEHTLREE DT o (With reference to US
EPA 3052: 1996, analysis was performed
by ICP-OES.)
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TeSt Report sRA5(No.): ETR21403906 HEA(Date): 23-Apr-2021 BE2l(Page): 5 of 15
nAEBIERMNBMRAS (REDSUN METAL IND. CO,, LTD.)

mEHPTEFMBIEERE AT (NANTONG CHUN-YUAN ELECTRONICS IND. CO,, LTD.)

HEHPIEEEER25E (NO. 2, DINGNING RD., ZHONGLI DIST., TAOYUAN CITY 320030)
IHeEmEmiRFFEBTEEE=E = BIRFE _BR X O (NANTONG JU-TUNG HSIEN, YANG KOU CHEMICAL
INDUSTRIAL AREA, RUDONG, JIANGSU)

AEIEE AETTE Bl MDL ER RiE
(Test Items) (Method) (Unit) (Result) | (Limit)
No.1
#L%% (Red Phosphorus) R - RHEN &/ ERE BT - > - Negative -
(Analysis was performed by Pyrolyzer-
GC/MS))

&t (Note) :
1. mg/kg = ppm ; 0.1wt% = 1000ppm
. MDL = Method Detection Limit (77,5 1&RI1BR1E)
. n.d. = Not Detected (Rkt#&) ; /\i8MDL / Less than MDL
"-" = Not Regulated (R1EH)
**= Qualitative analysis (No Unit) & 42 17 (FEEE i)
. Negative = Undetectable 214 (z<158IZl); Positive = Detectable Bt (2& 1)
. BRERER RHEHEHEES (PFOS and its salts including) :
CAS No.: 29081-56-9, 2795-39-3, 29457-72-5, 70225-14-8, 56773-42-3, 251099-16-8, 307-35-7.
8. 2EFMEHEEHE S (PFOA and its salts including) :
CAS No.: 3825-26-1, 335-95-5, 2395-00-8, 335-93-3, 335-66-0.
9. (#2) =
a. BANEBHRERAN0.13 ug/cm? - B rRtxmERZAB/NER - (The sample is positive for Cr(VI) if the Cr(VI)
concentration is greater than 0.13 pg/cm2. The sample coating is considered to contain Cr(VI).)
. BABHRER/N. (RE/NR0.10 ug/cm?) » F"A-FEREAZ/NEH - (The sample is negative for Cr(VI) if Cr(Vl) is
n.d. (concentration less than 0.10 pg/cm?). The coating is considered a non-Cr(VI) based coating)
c. BNEHERNI 0.10 & 0.13 pg/cm? i - BIAEEEE EERA/NEI - (The result between 0.10 yg/cm? and
0.13 ug/cm? is considered to be inconclusive - unavoidable coating variations may influence the
determination.)

10. FEMERZHE GG A RAREMECE - (The statement of compliance conformity is based on comparison
of testing results and limits.)

NoubhwhN
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mREBIERNBRAS (REDSUN METAL IND. CO., LTD.)

BT EF MK TEARAS (NANTONG CHUN-YUAN ELECTRONICS IND. CO,, LTD.)

HhEmPIEREZRE25 (NO. 2, DINGNING RD., ZHONGLI DIST.,, TAOYUAN CITY 320030)

IEamEmiRBF MEETXERSEE —BiRF _BRX X O (NANTONG JU-TUNG HSIEN, YANG KOU CHEMICAL
INDUSTRIAL AREA, RUDONG, JIANGSU)

S EREE / Analytical flow chart of Heavy Metal

REBEUTHOREE ZIGH - K@k a® - ( ANERE AR )
These samples were dissolved totally by pre-conditioning method according to below flow chart.

( Cr®* test method excluded )

| BIE - B4R m / Cutting * Preparation |
v

| AR m@mESE / Sample Measurement |

I
| 7B Cr(VD)
# Pb/#R Cd/& Hg v v
\4
PN A & / Non-metal £B / Metal
FRBUR SRR/ B AR TR R | = | ol |
Acid digestion with microwave / hotplate ABS /PC/PVC | Rftt#4%/Others v
3 \J v K2 / Boiling
D&é‘iilifﬁﬂﬁb/ %1}:5;)5l60°CT water extraction
%878 / Filtrati issolving by H igesting
#B38 / Filtration ultrasonication at 150~160°C +
| v v HAEBIEE S /
v v 60 CIEI T BE R KR / Cool, filter
N H{E / Digesting at Separating to get . '
787 / Solution 338 / Residue 60‘%b ) aqueous phase digestate through
ultrasonication +
v i | -
~ v MAREBHES /
1) ERARUE / Alkali fusion | 8% pH / pH adiustment | Abdd.fljllp?enyl—|
2) EMAR /HC to dissolve ¥ A ovelopment
MMABBE#ME / Add diphenyl- +
carbazide for color development
v ¥ > UV_{-\E/IS , Efﬂwi
= A TEHY B B ML 2 ~ ARIARTE 540 nm
BIERE SRASNAM / ICP-OES BLUV-VIS - SR RETE 540 nm f IRICE / Measure
IRUE / Measure the absorbance at the absorbance at
540 nm by UV-VIS 540 nm by UV-VIS
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mREBIERNBRAS (REDSUN METAL IND. CO., LTD.)

BT EF MK TEARAS (NANTONG CHUN-YUAN ELECTRONICS IND. CO,, LTD.)

HhEmPIEREZRE25 (NO. 2, DINGNING RD., ZHONGLI DIST.,, TAOYUAN CITY 320030)

IEamEmiRBF MEETXERSEE —BiRF _BRX X O (NANTONG JU-TUNG HSIEN, YANG KOU CHEMICAL
INDUSTRIAL AREA, RUDONG, JIANGSU)

LR R/ Z R KBS ¥TREE / Analytical flow chart - PBBs/PBDEs

HIZXRAHER / First testing process —_—
EEZMUERIER / Optional screen process  =ss=sss

#E:8#2 % / Confirmation process - =

% mAIEE / Sample pretreatment

v

Y& 537/ Screen analysis

RN NN NN NN NNEEEEfEEEEEEEEEEEEEEEEEEEE
v

¥ mEEE / Sample extraction
RIZEEVE / Soxhlet method

1
v

EEE R/
Concentrate/Dilute Extracted solution

v
ZEVRIBIE / Filter
v

RAEBTEERE / GCIMS
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mREBIERNBRAS (REDSUN METAL IND. CO., LTD.)

BT EF MK TEARAS (NANTONG CHUN-YUAN ELECTRONICS IND. CO,, LTD.)

HhEmPIEREZRE25 (NO. 2, DINGNING RD., ZHONGLI DIST.,, TAOYUAN CITY 320030)

IEamEmiRBF MEETXERSEE —BiRF _BRX X O (NANTONG JU-TUNG HSIEN, YANG KOU CHEMICAL
INDUSTRIAL AREA, RUDONG, JIANGSU)

o 2B E| 53432 E / Analytical flow chart - Phthalate

[ A5 A5%/Test method: IEC 62321-8]

BmAEE/ D /
Sample pretreatment/separation

!

b THF S kI A #REEE /
Sample dissolved/extracted by THF

!

ZHURWERE /
Dilute Extracted solution
RBEBFEREELT /
Analysis was performed by GC/MS
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FTBITERMDBMRAS (REDSUN METAL IND. CO., LTD.)
ﬁi_f’]ﬂ: s F A TR ARAS (NANTONG CHUN-YUAN ELECTRONICS IND. CO., LTD.)
TJE.FEEM— REZRK29% (NO. 2, DINGNING RD., ZHONGLI DIST., TAOYUAN CITY 320030)
AEEmBEmiRRFEETXREERE —BIF _BRX X (NANTONG JU-TUNG HSIEN, YANG KOU CHEMICAL

INDUSTRIAL AREA, RUDONG, JIANGSU)

NERE+T RS RIZE / Analytical flow chart - HBCDD

EmMATEE /Sample pretreatment

|

#mZEE Sample extraction /
HBE KA Ultrasonic method

ERUR R/ mE /
Concentrate/Dilute Extracted solution
l
ZEURBIE / Filter
!

MmN/ ERREDT /
Analysis was performed by GC/MS

!
2148 /Data
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mREBIERNBRAS (REDSUN METAL IND. CO., LTD.)

BT EF MK TEARAS (NANTONG CHUN-YUAN ELECTRONICS IND. CO,, LTD.)

HhEmPIEREZRE25 (NO. 2, DINGNING RD., ZHONGLI DIST.,, TAOYUAN CITY 320030)

IEamEmiRBF MEETXERSEE —BiRF _BRX X O (NANTONG JU-TUNG HSIEN, YANG KOU CHEMICAL
INDUSTRIAL AREA, RUDONG, JIANGSU)

RESHTRERE / Analytical flow chart - Halogen

RmBlER/ D% /
Sample pretreatment/separation

v
MERFEmNAEKRESR /
Weighting and putting sample in cell

v

WA JGESE /TR UL
Oxygen Bomb Combustion / Absorption

HEEZETEE /
Dilution to fixed volume

v

BEFREEOMN /
Analysis was performed by IC
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mREBIERNBRAS (REDSUN METAL IND. CO., LTD.)

BT EF MK TEARAS (NANTONG CHUN-YUAN ELECTRONICS IND. CO,, LTD.)

HhEmPIEREZRE25 (NO. 2, DINGNING RD., ZHONGLI DIST.,, TAOYUAN CITY 320030)

IEamEmiRBF MEETXERSEE —BiRF _BRX X O (NANTONG JU-TUNG HSIEN, YANG KOU CHEMICAL
INDUSTRIAL AREA, RUDONG, JIANGSU)

2RCEM(E2ERAFR/ZRFRIER/HERESYES) 2 REER / Analytical flow
chart — PFAS (including PFOA/PFQS/its related compound, etc.)

% mAIERE / Sample pretreatment

BERZEEUAZER /
Sample extraction by Ultrasonic extraction

EERWIE R /
Concentrate/Dilute Extracted solution

v

LX??L’FEE$ﬁ/§§%1§ﬁ$ﬁ%§%¢ﬁ/@ffﬁ‘ETE%%EJZ% B R )

Analysis was performed by GC/MS or LC/MS or LC/MS/MS

v
1% /Data
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mREBIERNBRAS (REDSUN METAL IND. CO., LTD.)
FEHTE %Mﬂl%ﬁﬁﬁ”\j (NANTONG CHUN-YUAN ELECTRONICS IND. CO,, LTD.)

TJEIFEEPﬂ_E
AEaEmEmREEr I EETXERSESE
INDUSTRIAL AREA, RUDONG, JIANGSU)

RIBLUNROREZE ZKH  5m

22255 (NO. 2, DINGNING RD., ZHONGLI DIST., TAOYUAN CITY 320030)

HE(Page): 12 of 15

—BBioF — R X O (NANTONG JU-TUNG HSIEN, YANG KOU CHEMICAL

TR ICP-OES &3 #iRvE{ERiZE
(Flow Chart of digestion for the elements analysis performed by ICP-OES)

AR

[SEEEy

/ These samples were dissolved totally by

pre-conditioning method according to below flow chart.

BU% - EfEtxm / Cutting ~ Preparation
v

At mES / Sample Measurement
v

KBEAER @I EMIUEE R ETHEEM N RR) / Acid digestion by
suitable acid depended on different sample material (as below table)

v
] @& / Filtration 3
7B / Solution 558 / Residue
¥
| )@ﬁ@rﬁ’ﬂ 5% / Alkali Fusion
v 2) g AR / HCl to dissolve
RIERSEREEGLEE /ICP-OES

oK BHRE ARG, m A AL K /

i, #, 22, /285 / Steel, copper, aluminum, solder
Aqua regia, HNO3, HCl, HF, H,O;

%38 / Glass g, S &L / HNOs/HF
&,#0,88,F9E / Gold, platinum, palladium, ceramic F7K /Aquaregia

FHEE / HNO;

E)ILH&,R%‘WK,EHHQ,EQ /HzSO4, HQOz, HNOg, HCI
MABENHE 25528 # / Added appropriate
reagent to total digestion

8 / Silver
#B / Plastic
Hth / Others
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FTBITERMDBMRAS (REDSUN METAL IND. CO., LTD.)
ﬁi_f’]ﬂ: %MﬂI%ﬁBE/\T (NANTONG CHUN-YUAN ELECTRONICS IND. CO,, LTD.)
TJE.FEDPi}_E 22255 (NO. 2, DINGNING RD., ZHONGLI DIST., TAOYUAN CITY 320030)
IEamEmiRBF MEETXERSEE —BiRF _BRX X O (NANTONG JU-TUNG HSIEN, YANG KOU CHEMICAL

INDUSTRIAL AREA, RUDONG, JIANGSU)

E£@7IEE / Analytical flow chart of Heavy Metal
REBEUTWREB ZEG - BRETZAR -

These samples were dissolved totally by pre-conditioning method according to below flow chart.
[ £%75%/Reference method : US EPA 3051A - US EPA 3052]

{

il

% ~ FfEtxm / Cutting ~ Preparation

'

AR mEE / Sample Measurement

J

4

HRE/ERE/ S AN RREE /
Microwave digestion with HNOs/HCI/HF

!

388 / Filtration

v

v 758 / Residue
A& / Solution

1) @ REE / Alkali Fusion
2) ERgA#E / HC to dissolve

v

RUEAB S BRI GCREE (ICP-OES)

* US EPA 3051A AR AINE&EES / US EPA 3051A method does not add HF.
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mREBIERNBRAS (REDSUN METAL IND. CO., LTD.)
BT EF MK TEARAS (NANTONG CHUN-YUAN ELECTRONICS IND. CO,, LTD.)
HhEmPIEREZRE25 (NO. 2, DINGNING RD., ZHONGLI DIST.,, TAOYUAN CITY 320030)

IEamEmiRBF MEETXERSEE —BiRF _BRX X O (NANTONG JU-TUNG HSIEN, YANG KOU CHEMICAL

INDUSTRIAL AREA, RUDONG, JIANGSU)

ALt% 73 477 #2 / Analytical flow chart - Red phosphorus

5 Al RIE
Sample pretreatment

'

B mEARKBRERREM D
Take sample and put it into sample cup

!

MRH R AH BT E L& DT
Analysis was performed by py-GC/MS

!

203z / DATA
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HhEmPIEREZRE25 (NO. 2, DINGNING RD., ZHONGLI DIST.,, TAOYUAN CITY 320030)
AggmEmRFHFEETXEREERSEE = BiF B X0 (NANTONG JU-TUNG HSIEN, YANG KOU CHEMICAL
INDUSTRIAL AREA, RUDONG, JIANGSU)

*RAPMAFHEER - AIRRASERE 2% m/80 . *
(The tested sample / part is marked by an arrow if it's shown on the photo.)

ETR21403906

** i ELE (End of Report) **
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